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UKCA DECLARATION OF CONFORMITY 

The manufacturer or his nominated representative established in the community; 

ROCK FALL UK LTD, WIMSEY WAY, ALFRETON, DERBYSHIRE, DE55 4LS, UNITED KINGDOM Declares that the 

PPE described hereafter; 

ROCK FALL RF001 Alaska
Is in conformity with the provisions of PPE Regulation EU 2016/425, as brought into UK Law and 
amended, for Category II and, where such is the case, with the national standard transposing 
t  h e  u n i o n  harmonised standard no. EN ISO 20345:2011

This declaration of conformity is issued under the sole responsibility of the manufacturer; 

ROCK FALL UK LTD, WIMSEY WAY, ALFRETON, DERBYSHIRE, DE55 4LS, UNITED KINGDOM 

Is identical to the PPE submitted to: SATRA Technology Centre Limited, Wyndham Way, Telford Way, 
Kettering, Northamptonshire, NN16 8SD United Kingdom. Approved Body 0321. who performed the UKCA 
type examination (Module B) and issued the UKCA type -examination certificate:  AB0321/16496-01/
E00-00

The PPE is subject to the procedure set out in Module C of the PPE Regulation EU 

2016/425, as brought into UK Law and amended, under the supervision of the notified body: SATRA 

Technology Centre Limited, Wyndham Way, Telford Way, Kettering, Northamptonshire, NN16 8SD United 

Kingdom. Approved Body 0321

Signature:  Position: Director Date: 29/04/2021 





EU DECLARATION OF CONFORMITY 

The manufacturer or his nominated representative established in the community; 

ROCK FALL UK LTD, WIMSEY WAY, ALFRETON, DERBYSHIRE, DE55 4LS, UNITED KINGDOM 

Declares that the PPE described hereafter; 

ROCK FALL RF001 Alaska
Is in conformity with the provisions of PPE Regulation EU 2016/425 for Category II and, 
where such is the case, with the national standard transposing t  h e  u n i o n  
harmonised standard no. EN ISO 20345:2011

This declaration of conformity is issued under the sole responsibility of the manufacturer; 

ROCK FALL UK LTD, WIMSEY WAY, ALFRETON, DERBYSHIRE, DE55 4LS, UNITED KINGDOM 

Is identical to the PPE submitted to: SATRA Technology Europe Ltd, Bracetown Business 
Park, Clonee, D15YN2P. Republic of Ireland. Notified Body 2777. who performed the Eu 
type examination (Module B) and issued the EU type -examination certificate: 
2777/15486-01/E00-00

The PPE is subject to the procedure set out in Module C of the PPE Regulation EU 

2016/425 under the supervision of the notified body: 

 SATRA Technology Europe Ltd, Bracetown Business Park, Clonee, D15YN2P. Republic of 

Ireland. Notified Body 2777  

Signature:  Position: Director Date: 18/12/2020 
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Number: GZHT90492559 

Tests Conducted (As Requested By The Applicant) 

Slip Resistance (EN ISO 20344:2011(5.11) & ISO 13287:2012, SRA, Temperature: 23'C) 

Requirement Pass/Fail 

Size 36 Right On Eurotile 2 With NaLS 
Forward Heel Slip (#1): 0.33 Min. 0.28 Pass 
Forward Flat Slip (#2): 0.34 Min. 0.32 Pass 

Size 42 Right On Eurotile 2 With NaLS 
Forward Heel Slip (#1): 0.34 Min. 0.28 Pass 
Forward Flat Slip (#2): 0.35 Min. 0.32 Pass 

Right On Eurotile 2 With NaLS 
Forward Heel Slip (#1): 0.35 Min. 0.28 Pass 
Forward Flat Slip (#2): 0.35 Min. 0.32 Pass 

Note: 
It Must Be Noted That The Slip Resistance Test Carried Out In This Report Denotes An Indication Of Slip Of 
This Particular Footwear/Component On The Surface Mentioned In The Test Item. It Is Important To Note 
That Footwear Is Subject To Many Different Conditions Encountered In Everyday Use And That It Is 
Impossible To Make Footwear Resistant To Slip In All Conditions. Nevertheless, It Is Generally Accepted 
That Problems Are Minimized If The Guideline Coefficients Of Friction Are Achieved. 

Remark: 
#1 = Using Standard Shoemaking Last 
#2 = Using Mechanical Foot 

Expanded Uncertainty: 0.01, With K = 2.03 At 95% Confidence Level. 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a 
recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than 
the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing 
Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save 
as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any 
liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, except in the event of our 
gross negligence or wilful misconduct. 

AZ/ joycelin 
lntertek Testing Services Shenzhen Ltd. Guangzhou GDD Branch 

3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, China 
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Tel: (8620)2232 1668 / 8396 6868 Fax: (8620)8222 7490 Postcode:510730 
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TESTING 

CNAS LD220 

Test Report Number: GZHT90593751 

Tests Conducted (As Requested By The Applicant) 

6 Slip Resistance (EN ISO 20344:2011(5.11) & ISO 13287:2012, SRB, Temperature: 23'C) 

Sample Size Test Floor Lubricant Modes Results Renuirement 
- 36 Steel Floor Glycerine Forward Heel Slio (#1) 0.16 Min. 0.13 

(Left) Forward Flat Slio ( #2) 0.23 Min. 0.18 

42 Steel Floor Glycerine Forward Heel Slio (#1) 0.18 Min. 0.13 

(Left) Forward Flat Slio ( #2) 0.23 Min. 0.18 

47 Steel Floor Glycerine Forward Heel Slio (#1) 0.19 Min. 0.13 

(Left) Forward Flat Slio (#2) 0.25 Min. 0.18 

Note: 

PassLFail 

Pass 

Pass 

Pass 

Pass 

Pass 

Pass 

It Must Be Noted That The Slip Resistance Test Carried Out In This Report Denotes An Indication Of Slip Of 
This Particular Footwear/Component On The Surface Mentioned In The Test Item. It Is Important To Note 
That Footwear Is Subject To Many Different Conditions Encountered In Everyday Use And That It Is 
Impossible To Make Footwear Resistant To Slip In All Conditions. Nevertheless, It Is Generally Accepted 
That Problems Are Minimized If The Guideline Coefficients Of Friction Are Achieved. 

Remark: #1 = 
#2 = 

Using Standard Shoemaking Last 
Using Mechanical Foot 

Expanded Uncertainty: 0.01, With K = 2.03 At 95% Confidence Level. 

/ joycelin Page 5 Of 8 
Intertek Testing Seivices Shenzhen Ltd, Guangzhou Branch 
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Room 02, 1-8/F. & Room 01, El01/E201/E301/E401/E501/E601/E701/E801, 
No.7-2, Caipin Road, Guangzhou Science City, GETDD, Guangzhou, Guangdong, China 
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E201, E301, E401, E501, E60!, E701, E801 
Tel: +86 208213 9001 Fax: +86 20 82089909 Postcode: 510663 

3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, 
China 
�oorfflr£/JfttH1i<:rRH�*m2�.\}@�*•3• 

Tel: +86 20 83966868 Fax: +86 20 82228169 Postcode: 510730 
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TEST REPORT 

TESTING 

CNAS L0327 

Number: GZHT90260402 
Tests Conducted (As Requested By The Applicant) 

Cold Insulation Of Sole Complex (Completed Footwear) (EN ISO 20344: 

2004 /Al:2007(5.13), Modified, -40
°

C): 

Remark: * 

Right: 

8. 5 °C Temperature

Decrease And The 

Insulation Incorporated 

In The Footwear That It 

Cannot Be Removed 

Without Damaging The 

Footwear 

Suggestion 

Requirement 

* 

Pass/Fail 

Pass 

Max. 10 °C Temperature Decrease On The Upper Surface Of The 

Insole, The Insulation Shall Be Incorporated In The Footwear 

In Such A Manner That It Cannot Be Removed Without Damaging 

The Footwear 

Expanded Uncertainty: 1.10° C, With K 2.12 At 95% Confidence Level 

eileen / cocoyxlin 
lntertek Testing Services Shenzhen Ltd.Guangzhou GDD Branch 
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3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, P.R.C. (510730) 

Tel: (8620)2232 1668/8396 6868 Fax: (8620)8208 9909 
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lntertek 

TEST REPORT 

TESTING 

CNAS L0327 

Number: GZHT90260402 

Tests Conducted (As Requested By The Applicant) 

eileen / cocoyxlin 
lntertek Testing Services Shenzhen Ltd.Guangzhou GOD Branch 
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3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, P.R.C. (510730) 

Tel: (8620)2232 1668/8396 6868 Fax: (8620)8208 9909 
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Intertek Testing Services Shenzhen Ltd. Guangzhou Branch 
深圳天祥质量技术服务有限公司广州分公司 

Room 02, 1-8/F. & Room 01, E101/E201/E301/E401/E501/E601/E701/E801, 
No.7-2, Caipin Road, Guangzhou Science City, GETDD, Guangzhou, Guangdong, China 
广州经济技术开发区科学城彩频路 7号之二第 1－8层 02 房、01房 101、 
E201、E301、E401、E501、E601、E701、E801 
Tel: +86 208213 9001 Fax: +86 20 82089909 Postcode: 510663 

3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, 
China 
中国广州经济技开发区开发大道 235号恒运大厦 3 楼 
Tel: +86 20 83966868 Fax: +86 20 82228169 Postcode: 510730 

 

Certificate of Conformance 
 

Issued To:  ROCK FALL UK Our Reference No.: GZHT9100357302 

  Certificate Issue Date: Nov 18, 2020 
Buyer’s Name: -- 
Ref. No.: Rock Fall RF001 Alaska / Rock Fall RF040 

Manitoba 
 

Brand: -- 
Manufacturer: --  
 

We hereby declare that the product category (group) above has been tested by Intertek and meets the 
requirements of ASTM Specification ASTM F2413-18 as tested in accordance with ASTM Test 
Methods F2412-18a and list the safety hazard(s) tested below. 
 

Impact Resistant Footwear (I) 
Compression Resistant Footwear (C) 
Static Dissipative Footwear (SD 35) 
Puncture Resistant Footwear (PR) 
 
 

The test results are given in our report 
No.: GZHT91003573       Dated: Nov 18, 2020  
 
 

Note: 
This declaration applies to the particular sample tested and to the specific tests carried out as dated 
and detailed in the report(s) referenced above. 
 
Authorized By: 
For Intertek Testing Services Shenzhen Ltd.  
Guangzhou Branch 

 
Guiliang Dong 
Senior Lab Manager 
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